
The lmage of Perfection Since 1980
clN No. : U24110GJ20O6PT@47799

qaGovt, Approved &
ISO / IEC 17025 Accredited
tib NABL
wlde NABLTc-6123

fDetCllClg%nargticar Pvt. Ltd.
9 s[eo lo. : ZS-Ze, lllkanth Avenue, 8/h. Palm Hotel, Vlratnagar cross s' P. Rlng Road,

Odhrv, Ahmedsbad-!82rtl5 (Gule6t INDIA)

TESTREPORT Page 1 of 1

Submitted To :TRP Machines & Tools r::i R:?oI! No :y!!?t:!5
Date of Repo.t lssue:o4109/2025

o"ii"i s".pr" r"""iJ,iiroii i zizi
B,No. 202. CHS Ltd Eeverly Park Kanakia road. Mira Road East, Sai Karishma Avenue,
Thane,401107

*Letter RefrNlL Condition of Sample/LocallooiSatisfactory

:-,,9Tj!"d.:i:gilepp:11911lI'I-2-6-1Tn.Lgrg
Test No. (A)

Discipline & Groupr (Mechanical) & (Mechanical Properties of Metals)

Ref Standards: ---
Test Method: W/oPN/04 lssue No-5

Date of AnalYsisr 04/09/202 5

Machlne lO: ME/UTM/20Tl22

Load Test lest No.

Paaameter Result

Peak Load/Ultimate Load (kg)

Observalion

Checked Byr Mukesh Yadav

Wltnessed gyr Mr. Jay Vyas(SGS).Mr. Ankit Mishra(TRP
Machines & Tools)

rlzed Slgnatory

Ashok S ir Patel (QM)

. lnformation given by clienL.
. ENO OFTESIREPORI-

4
c,fl z-{

SG+
e

0!i
DNsG

rl cl a2(
S.c

-.nd!9

ESSEO

Nam€ :JaY VYal

Date & Signatur

I ofti rrlob e : 90992 2rt444, 88661 .12121,88558 
12121,992501212.1 E metalabgujar.togmail .com, metabbometabb.co,ln @ WcDslt! | rw.metalsb.co.ln

Nola , S6mpl! (S) not d.r{n by rVtApL I . rh. Repo,t h o.ry r.t .l to p.nlcur.G !mrt(, r.sr!d. . furodsc(t r.5t ..oo.t mGt b. v.rin.d by rh. wr wlrh orlltn.r rGt E or. . th. a€6ph (s) *irr O€15 d.ys unlasi.equ6r 15 glven . n. Resutrr reponed in thts not |Ent tor plbtb !rblr.*|m d.! .n ,rir.nc. a. hqrt dirou!.. . ThisTast report rha nor be rcp,oducedercerr t. au[, eilhNt wrttencrior to t tring. . cll.nr n.5 to lp.citlld th. h.td.l spectn..uon b.roro re5dng, . any c.mct.hts .bout rhi! test rero.t 5t!o,rtr, b. cofrmunlc.ted in wririn! wirhin 7 Oays ofi$u. orthr. repoi

.SamDle Detailsr265 X 170X ]5.0O mm Thk, PVC Foot Step With O 16 mm TMT Rod Sample No.3, Colour: Oranqe
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Upon removal of the PVC from the foot step sample, the reinforcement
' bar was found to have a diameter of 016 mm,


